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THO  Pmma 

Framework Type Data 

 

framework viewed normal to [001]  

Idealized cell data: orthorhombic, Pmma, a = 14.0Å, b = 7.0Å, c = 6.5Å 

Coordination sequences and vertex symbols: 
T1 (4,m) 4 9 19 35 52 72 100 131 163 201   4·83·4·83·42·84 
T2 (4,m) 4 9 19 33 50 74 100 129 165 201   4·83·4·83·42·84 
T3 (2,mm2) 4 8 18 34 50 68 100 130 160 204   42·42·84·84·84·84 

Secondary building units: 4=1 

Composite building units: 
 nat     

 

 

    

Materials with this framework type:  
*Thomsonite(1-3) 
[Al-Co-P-O]-THO(4) 
[Ga-Co-P-O]-THO(4) 
[Zn-Al-As-O]-THO(5) 
[Zn-P-O]-THO(6) 

[Zn-P-O]-THO(7) 
|Rb20|[Ga20Ge20O80]-THO(8) 
Na-V ([Ga-Si-O]-THO)(9) 
Synthetic thomsonite(10) 
ZCP-THO ([Zn-Co-P-O]-THO)(11) 
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Type Material: Thomsonite  THO 

Type Material Data 

Crystal chemical data: |Na4Ca8 (H2O)24| [Al20Si20O80]-THO  
 orthorhombic, Pncn, a =  13.088Å, b =  13.052Å, c =  13.229Å (3) 
 (Relationship to unit cell of Framework Type: a' = a, b' = 2b, c' = 2c) 

Framework density: 17.7 T/1000Å3 

Channels: [100] 8 2.3 x 3.9*  [010] 8  2.2 x 4.0*  [001] 8  2.2 x 3.0*  
(variable due to considerable flexibility of framework) 

 

  
8-ring viewed along [100] 8-ring viewed along [010] 

  

 
8-ring along [001], variable 
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